





Abstract

Abstract

Carbon based nanomaterials, gold nanorods and metallophthalocyanine
nanoconjugates have been developed for electrocatalysis. Carbon based
nanomaterials used are multiwalled carbon nanotubes, pristine graphene
oxide nanosheets, nitrogen, boron, sulphur, phosphorus doped graphene
oxide nanosheets. Cobalt phthalocyanine (CoPc), cobalt tetra aminophenoxy
phthalocyanine (CoTAPc), cobalt tetra aminophenoxy phthalocyanine
(CoTAPhPc), cobalt mono carboxyphenoxy phthalocyanine (CoMCPhPc) and
cobalt tetra carboxyphenoxy phthalocyanine (CoTCPhPc) are the
phthalocyanines employed in this work. Metallophthalocyanines were
employed either in their bulk form or in their nanosized form. Electrode
modification by these nanomaterials was either done sequentially, premixed
or linked nanoconjugates. In all sequential modification, phthalocyanines
were employed on top of other nanomaterials. Sequentially modified
electrodes gave higher detection currents than both premixed and covalently
bonded nanoconjugates. The nanomaterials reported here were characterised
by transmission electron microscopy, Raman spectroscopy, time of flight
secondary ion mass spectrometry, and X-ray diffraction among other
techniques. The modified electrodes were further characterised by scanning
electron microscopy, scanning electrochemical microscopy, X-ray
photoelectron spectroscopy and cyclic voltammetry, while square wave, linear
scan and cyclic voltammetry, rotating disc electrode and chronoamperometry
have been used to evaluate the electrocatalytic behaviour of the previously

mentioned towards either oxidation or reduction of L-cysteine and/or
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hydrogen peroxide respectively. Generally, the nanoconjugates resulted in
superior catalytic performance compared to the performance of individual

nanomaterials.

Zinc octacarboxy phthalocyanine (ZnOCPc) conjugated to either GONS or
rGONS were employed to compare electrocatalytic detection of hydrogen

peroxide to its luminescence sensing
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Chapter One Introduction

1. Introduction

The main aim of this work is to develop novel hybrids of
metallophthalocyanine (MPcs), with carbon-based nanomaterials {multiwalled
carbon nanotubes (MWCNTs), reduced graphene oxide nanosheets (GONS)}
and gold nanorods (AuNRs) for electrocatalysis. A small section deals with

optical detection for comparison purpose.

1.1 Metallophthalocyanines

1.1.1 Synthesis and general applications.

Metallophthalocyanine (MPc) complexes have traditionally been used as dyes
and pigments due to their chemical, thermal, and photo stability [1]. These
attractive properties have of late seen phthalocyanines being used in a myriad
of fields such as in photodynamic therapy [2-4], as pigments in the paint
industry [5], as electrocatalysts [6-8] and in optical sensing [9,10] among
other fields. Properties of MPcs are influenced by factors such as the central
metal, its oxidation state and the nature of substituent at alpha (a) or beta (B)
positions. General synthesis of phthalocyanines mainly utilises a host of
substituted phthalic acid derivatives, which includes anhydrides, imides,
amides and nitriles. Phthalic acids can be converted into all the precursors
as demonstrated in Scheme 1.1. The phthalonitriles become the most
important precursor in the laboratories while phthalic acid is the industrial
precursor for phthalocyanine synthesis. In order to identify substitution
positions, two numbering systems for the carbon atoms of the phthalocyanine

core are adopted and given in Fig. 1.1. Positions 1, 4, 8, 11, 15, 18, 22, 25
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are referred to as a positions while positions 2, 3, 9, 10, 16, 17, 23 and 24 are

referred to as .

NH

@:‘ém\

NH
N
N

(L,

phthalonitrile

Fig. 1.1 Numbering Scheme for phthalocyanine core
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Fig. 1.2 Position isomers resulting from a-tetra substituted phthalocyanines

1.1.1.2 Mono substituted MPcs

The use of phthalonitrilederivatives with different substituents for the
synthesis of phthalocyanines results in asymmetric products as illustrated in
Scheme 1.2. A number of approaches have been used to attaining the desired
product among them; cross condensation between two phthalonitrile
components, the subphthalocyanine ring-expansion method, post
modification approaches on pre-formed symmetric or asymmetric
phthalocyanine systems [12] and polymer support synthesis [13]. The most

common approach however is the cross condensation between two
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phthalonitrile components or diiminoisondolines in a ratio that favours the
desired product. Use of 3:1 ratio favours AsB formation even though the other

products may not be completely avoided. Separation from other products by

chromatography is a challenge and normally results in very small yields [14].

Scheme 1.2 Asymmetric MPcs synthesis.

1.1.2 Metallophthalocyanines used in this Thesis

Cobalt based phthalocyanines [Co tetra aminophenoxy phthalocyanine
{CoTAPhPc (1)}, Co tetracarboxy phenoxy phthalocyanine {CoTCPhPc (2)}, Co
phthalocyanine {CoPc(3)}, Co mono carboxy phenoxy phthalocyanine
{CoMCPhPc(4)} and Co tetra amino phthalocyanine {CoTAPc (5)}, Fig.1.3, were
used for electrocatalytic detection of either L-cysteine or hydrogen peroxide or

both. The choice of cobalt based MPcs was influenced by the fact that these
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are well known for their catalytic activity [6,7,15,16]. The choice for 4
(reported in this work for the first time) was influenced by the possibility of
specific binding site to the graphene oxide nanomaterials since it contains
only one substituent. The use of 1 and 2 was influenced by bulky substituent
groups which have a significant influence on discouraging aggregation [17] as
compared to 3 and 5. Complex 2 [18] and 5 [19,20] have been reported before
while complex 3 and 5 are commercially available. Different forms of linkage,
(-, amide, gold-nitrogen and gold-sulphur) of the MPcs to graphene oxide,
multiwalled carbon nanotubes and AuNRs were established before testing the

hybrids towards the electrocatalysis of hydrogen peroxide or L-cysteine.
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titanium phthalocyanines have also been downsized to around 50 nm by
dispersing them in polycarbonate resin by the method of mechanical sand
grinder in search of better spectroscopic and catalytic properties [22]. The

above two approaches constitute the solid phase methods.

Vapour deposition methods have been exploredfor the formation of
phthalocyanine nanoribbons or nanowires. This was achieved by thermal

evaporation of precursors into a tube furnace under argon [23].

One of the ways in which the aggregation problems can be solved is to
introduce surfactants in liquid phase (Scheme 1.3). This thesis reports on
the nanosizing of phthalocyanines into significantly smaller sizes which is
accompanied by improved electrocatalysis [6,8]. The improved electrocatalysis
can be explained by the fact that by nanosizing phthalocyanines, more metal
centres are open for the interaction with the analyte. The nanosized
phthalocyanines are for the first time conjugated to carbon based
nanomaterials and gold nanoparticles and applied towards the detection of

hydrogen peroxide in this thesis.
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GONS (SNDGONS and PNDGONS) are also employed. Table 1.1 lists MPcs
which have been studied in the presence of GONS or MWCNT[43-54]. No
asymmetric MPcs have been employed as hybrids for electrocatalysis hence
are reported for the first time in this thesis. In addition, no PDGONS or
BDGONS have been used in the presence of MPcs for electrocatalysis.
Covalent bonding of MPcs and either pristine or doped GONS has not been
extensively studied before hence reported in this thesis. As Table 1.1 shows,
there have been no studies on nanocomposites of GONS or MWCNTs with
nanosized MPcs for electrocatalysis. This thesis reports for the first time on
these nanocomposites. In addition, even though MPcs have been studied for
electrocatalysis in the presence of GONS, this is the first time that heteroatom

co-doped GONS are employed.

Reports have been made on -t conjugates of metallophthalocyanines and
doped or pristine graphene oxide nanosheets (not reduced) for electrocatalysis
but no covalent linked have been reported for this purpose hence the need to
explore this. Metallophthalocyanine and reduced doped graphene oxide
nanosheets hybrids have not been utilised for electrocatalysis before, making

this work the first to do so.

Both insitu and post synthesis doping of graphene oxide nanosheets has been
reported in literature. This thesis reports on the post synthesis doping and
demonstrates the use of ordinary small compounds as sources of the
heteroatoms. Some of the post synthesis approaches reported in literature
include microwave assisted [55], thermal annealing [56,57] and hydrothermal

doping [58]. It has been demonstrated that doping of graphene oxide proceeds
13
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with simultaneous reduction [58] to form rGONS which is desirable in
improving the conductivity of the material with the prospect of also enhancing
the catalytic currents during electrocatalysis. The present work however
demonstrates that further chemical reduction of the doped material is of great
significance. Complex 4 was studied in the presence of different forms of
GONS after covalent linkage to evaluate the effects of doping towards
electrocatalysis. Complexes 1, 3 and 5 were used to sequentially modify
electrodes in the presence of differently doped GONS. There has been
literature reports on the use of pristine graphene oxide nanosheets decorated
with gold nanoparticles for electrocatalysis [59-62], Table 1.1. This work
demonstrates the enhanced electrocatalysis of MPcs in the presence of GONS
and rod shaped gold nanoparticles. This thesis reports the combination of the

three (MPcs, AuNRs, GONS or MWCNT) for electrocatalysis.

1.2.1.2 Multiwalled carbon nanotubes (MWCNTs)

Multiwalled carbon nanotubes are rolled up concentric graphene sheets. They
have been used in a number of electrochemical sensor platforms and have
proved to improve the detection currents [48]. The synthesis of CNT was first
reported in the early 1990s [63]. The method of electrode modification and the
order in which the electrode modifiers are added to the electrode plays an
important role in the performance of the modified surface. In this work either
the modifiers were sequentially added, linked or were mixed before
modification of the electrode. Previous studies show that in sequential

modification, it is best to place MPcs on top of the nanomaterials [64],

14
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restacking of the graphene nanosheets and improve the electrocatalytic
behaviour of the conjugates in a synergistic manner. The AuNPs/MWCNT
hybrid modified glassy carbon electrode has been reported [73] to have good
electrocatalytic properties for oxygen reduction in acid media hence the hybrid
is used in this work with the prospect of it improving the electrocatalytic
behaviour of MPcs for reduction of hydrogen peroxide. Table 1.1 shows
known MPcs-AuNPs conjugates applied for electrocatalysis [64,74-78]. No
gold nanorods have been used in the presence of MPcs for electrocatalysis,
making this thesis the first to address this. While MWCNT, GONS, AuNPs and
MPcs have been used to modify electrodes for electrocatalysis, the
combination of MWCNT/AuNRs or GONS/AuNRs and MPcs have not been

investigated until now.

Table 1.1 Sensing applications of nanomaterials and MPcs hybrids.

16
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Nanomaterial/ Nanoconjugate | Mode of detection Analyte Refs
Carbon Nanomaterials
CoPc@MWCNT electrocatalysis kanamycin [48]
CoPc@GONS film electrocatalysis nitrite [44]
FePPc@CNT electrocatalysis ORR [S0]
CoPc@MWCNT electrocatalysis ORR [46]
FePc@MWCNT electrocatalysis ORR [46]
polyNiTSPcC@MWCNT electrochemiluminenscence | hydrogen [47]

peroxide/glucose
CuTIPPc@SWCNT electrocatalysis ammonia [49]
CuTTMPPc@SWCNT electrocatalysis ammonia [49]
FePc@CNT electrocatalysis hydrogen [43]
peroxide
CoPc@GONS electrocatalysis L-cysteine [45]
CoPc@NDGONS electrocatalysis L-cysteine, [51]
reduced L-
glutathione  2-
mercaptoethane
sulfonic acid
CoTAPC@SWCNT electrocatalysis 2- [52]
mercaptoethanol
CoTAPC@MWCNT electrocatalysis rhodamine 6G [S3]
FePc@rGONS electrocatalysis ORR [54]
Gold Nanoparticles
NiTSPc@AuNPs electrocatalysis nitrite [75]
FeMAPc-(MPA)-AuNPs electrocatalysis nitrite [78]
Nanomaterial/ Nanoconjugate | Mode of detection Analyte Refs
CoPc-(MPS)-AuNPs electrocatalysis ORR [77]

17




Chapter One Introduction

poly-CoTAPc@AuNPs-GCE electrocatalysis nitrite [64]

NiTAPc@AuNPs electrocatalysis Hydrazine [74]

ZnPc-(MPS)-AuNPs electrocatalysis ORR and CO2 |[76]
reduction

TIP; tetra--iso-pentyloxyphthalocyanine, TTMP; Tetra-a-(2,2,4- trimethyl-3-pentyloxy)MPA; mercapto
propanoic acid, MPS; mesoporous silica, TAPc; tetra amino phthalocyanine, MAPc; mono amino
phthalocyanineTSPc; tetra sufo phthalocyanine, ORR; oxygen reduction reaction®()” capping agent in
brackets

1.2.3 MPcs Nanomaterial hybrids used in this work.

All the MPc-nanomaterial hybrids used in this work are listed in Table 1.2.
The nanocomposites may be divided into groups depending on the intended

study.

Group A; Effect of nanomaterials on bulk MPcs.

Nano materials such as CNTs [43], GONS [54], metal nanoparticles [74,76]
and semiconductor quantum dots [79] have been reported to improve
detection currents, electrode stability and lower detection potentials of MPcs
towards a number of analytes which include hydrogen peroxide, nitrite, L-
cysteine, ammonia among others. It has been reported that MPc
functionalised GONS or MWCNTs show highly attractive electron transfer
ability and enhanced detection currents as well as lower oxidation potentials
of uric acid and isoniazid [80]. The electrocatalysis of bulk complex 1
(CoTAPhPc) was studied in the presence of MWCNT, AuNRs, rGONS,
MWCNT /rGONS(mix), MWCNT-rGONS(seq), MWCNT-AuNRs(seq)
andMWCNT /AuNRs(mix) for L-cysteine detection (bulk is denoted without NP

in Table 1.2. It has been reported before that premixing MWCNTs and GONS

18
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Group C; Effect of ring substituent on catalytic behaviour of MPcs

The catalytic behaviour of MPcs are affected by the ring substituent among
other factors. This thesis also seeks to understand the extent to which
carboxylic and amine appended MPcs are involved in electrocatalysis. Bulk
complexes 1 and 2 tetra substituted with aminophenoxy (1) or carboxy
phenoxy (2) were studied alone or in the presence of MWCNT towards the
detection of hydrogen peroxide. Literature reports that MPcs with carboxylic
substituents can have their activity enhanced by amine appended SWCNTs
[85]. Bulk complexes 2 and 4 (without nanomaterials) were studied to
establish the effect of the number of substituents and symmetry on the

catalytic ability of MPcs.

Group D; Effect of spacer between amine group and MPc ring

The continuity of the mt electron delocalisation throughout the macrocycle
could have some influence on the electrocatalytic behaviour of MPcs. This
work therefore attempts to understand the effect of a spacer (phenyl) group
towards the detection of hydrogen peroxide. Nanosized complexes 1 (spacer)
and S (no spacer) were compared for the detection of hydrogen peroxide alone

or in the presence of rGONs and rSDGONS.

Group E; Effects of linking MPcs to MWCNT versus mixing

Hybrids of carbon based nanomaterials have been fabricated for
electrocatalysis either by covalent linkage or mixing [17]. Complex 2 was
studied with MWCNT when linked or mixed towards the detection of hydrogen

peroxide. The mixed form of complex 2 and MWCNT results in ni-1t interaction

20
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since both species are delocalised m-electron rich. Covalent bonding was
necessitated by carboxylation of the MWCNT into MWCNT-COOH, which was
then linked via a diaminomaleonitrile (DAMN) linker to establish amide bonds.
Covalent linkage is thought to facilitate a more defined electron transport
system, which should see a more stable electrode modifier as compared to 11-
nt stacking. It should however be noted that the two hybrids may result in
different loadings of the MPcs depending on the available points of linkages

as determined by the extent of carboxylation on the MWCNTs.

21
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Table 1.2. Summary of all carbon nanomaterials, Pc or Pc carbon

nanomaterials used in this work?

Modified Electrode

Application

(A) Complex 1

CoTAPhPc(1)-GCE

L-cysteine electrooxidation/Hydrogen
peroxide electrooxidation /reduction

CoTAPhPcNP(1)-GCE

Hydrogen peroxide electrooxidation

Complex 1 linked to AuNRs

Complex 1 adsorbed onto GCE modified with one type of nanomaterials and

CoTAPhPc(1)@ MWCNT-GCE

L-cysteine electrooxidation

CoTAPhPc(1)@AuNRs-GCE

hydrogen peroxide
electrooxidation /reduction

CoTAPhPc(1)@rGONS-GCE

L-cysteine electrooxidation/Hydrogen
peroxide electrooxidation /reduction

CoTAPhPcNP(1)@MWCNT-GCE

Hydrogen peroxide electrooxidation /
reduction

CoTAPhPcNP-AuNRs(linked)-GCE

Hydrogen peroxide electrooxidation /
reduction

CoTAPhPcNP(1)@AuNRs-GCE

Hydrogen peroxide electrooxidation /
reduction

CoTAPhPcNP(1)@rGONS-GCE

Hydrogen peroxide electrooxidation /
reduction

CoTAPhPcNP(1)@rNDGONS-GCE

Hydrogen peroxide electrooxidation /
reduction

CoTAPhPcNP(1)@rSDGONS-GCE

Hydrogen peroxide electrooxidation /
reduction

CoTAPhPcNP(1)@rBDGONS-GCE

Hydrogen peroxide electrooxidation /
reduction

CoTAPhPcNP(1)@rPDGONS-GCE

Hydrogen peroxide electrooxidation /
reduction

CoTAPhPcNP(1)@rPNDGONS-GCE

Hydrogen peroxide electrooxidation /
reduction

CoTAPhPcNP(1)@rSNDGONS-GCE

Hydrogen peroxide electrooxidation /
reduction

Complex 1 adsorbed onto GCE modified with two types of nanomaterials

CoTAPhPc(1)@MWCNT /rGONS(mix) -
GCE

L-cysteine electrooxidation

CoTAPhPc(1)@MWCNT-rGONS (seq) -
GCE

L-cysteine electrooxidation

22
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Modified Electrode

Application

CoTAPhPc (1)@rGONS-MWCNT(seq)-GCE

L-cysteine electrooxidation

CoTAPhPc(1)@MWCNT /AuNRs(mix)-
GCE

Hydrogen peroxide
electrooxidation /reduction

CoTAPhPcNP(1)@MWCNT /AuNRs(mix)
-GCE

Hydrogen peroxide electrooxidation /
reduction

CoTAPhPcNP(1)@ rGONS/AuNRs(mix)
-GCE

Hydrogen peroxide electrooxidation /
reduction

CoTAPhPcNP(1)@rNDGONS-AuNRs
(linked)-GCE

Hydrogen peroxide electrooxidation /
reduction

CoTAPhPcNP(1)@rSDGONS-AuNRs
(linked)-GCE

Hydrogen peroxide electrooxidation /
reduction

CoTAPhPcNP(1)@rSNDGONS-AuNRs
(linked) -GCE

Hydrogen peroxide electrooxidation /
reduction

CoTAPhPcNP(1)@AuNRs-
rSNGONS(seq)-GCE

Hydrogen peroxide electrooxidation /
reduction

CoTAPhPcNP(1)@rSNGONS-
AuNRs(seq)-GCE

Hydrogen peroxide electrooxidation /
reduction

GCE

(B) Complex 2 mixed with or linked to MWCNT before adsorption onto

CoTCPhPc(2) -GCE

Hydrogen peroxide electrooxidation /
reduction

CoTCPhPc(2)@DAMN-MWCNT(mix) -
GCE

Hydrogen peroxide electrooxidation /
reduction

CoTCPhPc(2)-DAMN-MWCNT(linked) -
GCE

Hydrogen peroxide electrooxidation /
reduction

(C)Complex 3 adsorbed onto GCE modified with pristine or doped GONS

CoPc(3) -GCE

Hydrogen peroxide electrooxidation /
reduction

CoPcNP(3) -GCE

Hydrogen peroxide electrooxidation /
reduction

CoPcNP(3)@rSDGONS-GCE

Hydrogen peroxide electrooxidation /
reduction

CoPcNP(3)@rGONS-GCE

Hydrogen peroxide electrooxidation /
reduction

CoPcNP(3)@rNDGONS-GCE

Hydrogen peroxide electrooxidation /
reduction
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Introduction

Modified Electrode

Application

CoPcNP(3)@rPDGONS-GCE

Hydrogen peroxide electrooxidation /
reduction

CoPcNP(3)@rPNDGONS-GCE

Hydrogen peroxide electrooxidation /
reduction

GONS before adsorption

(D) Complex 4 adsorbed onto GCE modified with doped GONS or linked to

CoMCPhPc(4) -GCE

Hydrogen peroxide electrooxidation /
reduction

CoMCPhPc(4)@(DAMN)-GONS-GCE

Hydrogen peroxide electrooxidation /
reduction

CoMCPhPc(4) @(DAMN)-SDGONS-
GCE

Hydrogen peroxide electrooxidation /
reduction

CoMCPhPc(4)@(DAMN)-NDGONS-GCE

Hydrogen peroxide electrooxidation /
reduction

CoMCPhPc(4)@(DAMN)-SNDGONS-
GCE

Hydrogen peroxide electrooxidation /
reduction

CoMCPhPc(4)-(DAMN)-GONS(linked)-
GCE

Hydrogen peroxide electrooxidation /
reduction

CoMCPhPc(4)-(DAMN)-
NDGONS(linked)-GCE

Hydrogen peroxide electrooxidation /
reduction

CoMCPhPc(4)-(DAMN)-
SDGONS(linked)-GCE

Hydrogen peroxide electrooxidation /
reduction

CoMCPhPc(4)-(DAMN])-
SNDGONS(linked)-GCE

Hydrogen peroxide electrooxidation /
reduction

(E) Complex S5 adsorbed onto GCE modified with pristine and SDGONS

CoTAPc(5)-GCE

Hydrogen peroxide electrooxidation /
reduction

CoTAPcNP(5)-GCE

Hydrogen peroxide electrooxidation /
reduction

CoTAPcNP(5)@rGONS-GCE

Hydrogen peroxide electrooxidation /
reduction

CoTAPCNP(5)@rSDGONS-GCE

Hydrogen peroxide electrooxidation /
reduction

a “@” = Pc adsorbed onto the nanomaterials; “/” =a mixture of different nanomaterials;

« «

covalent

bond between different modifiers when used in combination with “linked”; “-“ =sequential modification
when used with "seq” DAMN = diaminomaleonitrile; mix = mixed before electrode modification; seq =
sequentially added to the electrode; “r” in front of GONS = reduced; if no “r’, the GONS were not

reduced.
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Such enhanced reactivity was preveously illustrated when glassy carbon
electrode was modified with either CoPc or SWCNTs or both (Fig. 1.5) [90].
Both CoPc and SWCNTs (when adsorbed on the glassy carbon electrode)
improve the detection currents and lower the detection potential of hydrazine
as compared to the bare electrode (voltammogram not shown). The two
modifiers further show synergistic effect when co-used to modify the electrode
as is illustrated by further lowering the detection potential and enhancement
of the detection currents (Fig. 1.5). Electrocatalysts do not take part in the
overall reaction but may undergo transformation during the reaction before

being regenerated again as illustrated in Eqns. 1.1 - 1.4,

1.3.2 Methods of electrode modification

Conventional non-precious metal electrodes are characterised by low
detection currents and high overpotentials though they are significantly
inexpensive. They of late however been successfully modified by a range of
non-expensive materials to improve the detection currents and lower the
detection overpotentials. A number of modification approaches have been
adopted for electrode modification, which include electro polymerization, self-
assembled monolayers, adsorption (dip/dry and drop/dry), click chemistry
and electro grafting. This work reports on adsorption (drop/dry) hence it is
briefly described below. MPcswere generally placed on top of the respective

nanomaterials as illustrated in Fig.1.6 for MPc@GONS-GCE.

Drop/dry utilises deposition of a known amount of the catalyst on the

electrode surface. This offers a simple and fast method of electrode
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modification. The choice of this method was informed by the possibility of
MPcs, graphene nanosheets and multiwalled carbon nanotube’s readily
available 1t electron system, which can meaningfully interact with the mt
electron system of the glassy carbon electrode thereby forming a relatively
stable it stacked catalyst film on the electrode. Drop dry is more favourable
than dip dry since in the former there is room to control amounts adsorbed
thereby increasing reproducibility of experimental conditions and of as such

results.

Fig. 1.6 A schematic illustration of sequential electrode modification using
GONS and MPc. (i) GONS added first on the GCE (ii) MPc added on top of
GONS

1.3.3 Characterisation of modified electrodes

The electrocatalytic behaviour of modified electrodes is largely dependent on
both their electrochemical behaviour and surface morphology. For this
reason, the modified electrodes were characterised by different techniques

before examining their electrocatalytic nature. Scanning electron microscopy
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(SEM), Time of flight secondary ionisation mass spectrometry (TOF-SIMS),
scanning electrochemical microscopy (SECM), rotating disc electrode (RDE)
and cyclic voltammetry (CV) were employed for this purpose in the current
work. TOF-SIMS and SECM are briefly described in the following sections

since they are not as common as the others.

1.3.3.1 TOF-SIMS

This is a surface chemistry technique that provides the ionic composition of
a solid surface after ionisation and hence is used to give information on the
distribution of the modifier on the surface of the electrode [91]. A beam of
molecular ions is directed towards the surface of the substrate (modified
glassy carbon plate in this work) which sputters fragments of the modifier of
different masses. These are then accelerated in a high magnetic vacuum tube,
which then allows their separation according to mass to charge ratio
eventually reaching the detector at different times. Surface mapping and
depth profiling are possible with appreciable sensitivities. The former is
however of significance to the present work. Fig. 1.7 shows an image of the

instrument (A) and the obtainable mass spectra (B).

This technique therefore can inform us on the heterogeneity or uniformity
thereof of the electrode surface as well as the dominating chemical species.
For this reason it is an investigative technique which provides information on
whether modification has taken place or not, if there is modification, then to

what extent [92,93].
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Fig. 1.7 Image of TOF-SIMS and Secondary ion mass spectrum for gallium
chloride porphyrin/Pluronic F127. Unpublished work

1.3.3.2 Scanning Electrochemical Microscopy (SECM)

SECM is a relatively new technique used to analyse the electrochemical
morphology and topography of electrode surfaces. The set up is shown in Fig
1.8A. SECM has a wide range of applications in electrochemical imaging,

chemical kinetics, biological redox processes, and electrocatalytic reactions,
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among others [94-96]. SECM monitors the electric current that flows through
the tip of an ultra-microelectrode (UME) to which a potential has been applied

when moved laterally or towards a substrate.

In this work, the feedback modeis employed. The tip is kept at a potential high
enough for oxidation of the analyte (usually Fell/Fell system). The modified
electrode is used as the substrate whose ability to reduce the generated
oxidised species (catalysis) is then monitored by the current flux changes on
the UME tip. The better the modified electrode can reduce the generated
oxidised species, the higher the currents recorded. The opposite is observed
for an insulating surface. The UME tip was either kept at a constant height
from the modified electrode to obtain an area scan or moved towards the

modified electrode surface (along the z-axis) to obtain an approach curve.

In the case of a conducting surface (Fig. 1.8C) [97,98], the currents at the
UME tip continue to increase [Fig. 1.8D (1)] with diminishing distance
between the UME and the substrate due to the improved regeneration of the
reduced species (positive feedback). On the other hand as the UME tip
approaches an insulating surface (Fig. 1.8B), currents drop as illustrated in
Fig. 1.8D (2) due to restricted diffusion of the reduced species since no

electrons are generated from the substrate (negative feedback].
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Fig. 1.8(A) SECM Set up [94], (B) negative feedback (C) positive feedback [98]

and (D) approach curves [97]. 1-conducting surface, 2-insulating surface

1.4 Test analytes in this work

The potential of the electrocatalysts developed in this work was examined by

the use of hydrogen peroxide and L-cysteine as examples.
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1.4.1 L-cysteine

L-cysteine is a semi essential protein whose thiol end mostly act as a
nucleophile in enzymatic reactions [99]. Pathogens, neoplasia, hemo dialysis,
aphaeresis, genetic condition, exposure to toxic agent, old age, excessive
exercise, and so on, have been reported to result in L-cysteine deficiency in
the cells of the host [99,100]. The normal body concentration of L-cysteine is
between 1x 10->M and 2 x 10-5> M, which falls when someone is stressed [100].
It is in this light that the development of probes with low detection limits for
L-cysteine becomes so important. Literature reports on analysis of L-cysteine
on glassy carbon electrodes modified with MPcs and MWCNT [101-103], but
none have reported on the use of MPcs and GONS or MPcs, MWCNT and

rGONS making this work the first to report this.

1.4.2 Hydrogen peroxide

Hydrogen peroxide is generated in vivo by a number of processes that include
dismutation of superoxide radical (O2"). The other source of hydrogen
peroxide in human physiology is by ingestion. Beverages such as instant
coffee contain substantial amounts of hydrogen peroxide [104]|. Phagocytic
cells at inflammation points during a pathological condition can also trigger
the production of hydrogen peroxide [104,105]. The ease of diffusion across
cells makes hydrogen peroxide a good signalling molecule [105,106] hence
making its accurate detection and quantification important. This is the first
time co-doped P/N GONS, N/S GONSare employed with MPcs for
electrocatalysis. Co-doped P/N GONS (in the absence of MPcs) have been

reported to show improved electrocatalysis than individual components [107],
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hence are employed in this work together with phthalocyanines. This thesis
reports for the first time rSDGONS, rNDGONS, rBDGONS, rPDGONS,
rPNDGONS and rSNDGONS in combination with nanosized MPcs for
electrocatalysis of hydrogen peroxide. This is the first time that a
nanocomposite consisting of MWCNTs, S/N rGONS, rSDGONS, rNDGONS,
MPc nanoparticles, and rod shaped gold nanoparticles have been prepared for
electrocatalysis. Most of the electrochemical probes used to detect hydrogen
peroxide utilise electro reduction [108-110]. This work utilises both electro
reduction and electro oxidation with remarkably low detection limits and
significantly low overpotentials. Reduction suffers interference from oxygen

reduction hence oxidation is preferred.

1.5 Optical sensing.

Zinc phthalocyanines have been utilised for fluorescent sensing of a variety of
analytes among them metal ions [111] in a “turn off” mechanism. GONS (a
zero band gap conductor) act as an efficient fluorescence quencher of MPcs,
with the possibility of certain analytes having the ability of restoring the
fluorescence in a turn on mechanism. GONS quench fluorescence of
molecules such as MPcs as a result of photo-induced electron transfer (PET)
where the graphene moiety acts as an electron acceptor and the Pc as
an electron donor in the excited state and the reverse in the ground state
[112]. However, fluorescence sensing of analytes in solution of conjugates of
MPcs with graphene oxide has not been extensively reported. Table 1.3 shows
MPc conjugates with carbon nanomaterials used for fluorescence sensing

[111,113,114]. This restoration of fluorescence can be exploited for the
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Table 1.3 Metallophthalocyanines and carbon nanomaterials for Optical

sensing

Nanomaterial Mode of Detection Analyte Ref

4T-ZnPc Fluorescence Hg2* [111]
quenching

QDs-AlITAPc Fluorescence hydrogen [113]
enhancement peroxide

QDs-NiTAPc Fluorescence hydrogen [113]
enhancement peroxide

QDs-ZnTAPc Fluorescence hydrogen [113]
enhancement peroxide

SNGQDs-TEMPO-ZnPc Fluorescence Ascorbic acid | [114]
enhancement

4T-ZnPc=tetra-(thymin- 1-yl-acetamido)-phthalocyanine Zn(Il); SNGQDs = S and N co-doped
Graphene Quantum Dots; TEMPO = (2,2,6,6-tetramethylpiperidin- 1-yljoxyl; TAPc = tetra
amino phthalocyanine

1.6. Summary of the aims of thesis

This work was aimed at enhancing the optical and electrocatalytic detection
capabilities of MPc by either conjugating them to carbon based nanomaterials

or metallic nanoparticles. This was done through

1. Synthesis of new CoTAPhPc(1) and CoMCPhPc(4).

2. Nanosizing the MPcs to improve electrocatalytic behaviour
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3. Development of optical and electrochemical sensing platforms capable

of hydrogen peroxide and/or L-cysteine detection.

4. Doping graphene nanosheets with non-metallic heteroatoms (S, N, P

and B) to disturb the electro neutrality hence improve conductivity

5. Development for the first time of nanoprobes based on conjugates MPcs,

AuNRs, and doped GONS or MWCNT

6. Covalently linking the MPcs to carbon based nanomaterials to improve

current fluxes during detection

7. Sequentially modifying electrodes with layers of carbon based

nanomaterials and MPcs

8. Comparison of covalently linked, premixed and sequentially modified

electrodes towards electrocatalysis.

9. In-depth study of the electrode kinetics during the electrocatalysis of
hydrogen peroxide and L-cysteine through cyclic voltammetry, linear

sweep voltammetry, rotating disk electrode and chronoamperometry.

10. Characterise the nanocomposites by several techniques such as

TEM, SECM, SEM, XPS and TOF-SIMS.
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Chapter Two Materials and Experimental

(CoTAPc, §)[19,20], cobalt tetra carboxy phenoxy phthalocyanine,

(CoTCPhPc,2), [18] were synthesized according to literature methods.

2.2 Equipment

Shimadzu UV-vis 2550 spectrophotometer was used for Uv-Vis

electronic absorption spectral measurements.

Fluorescence excitation and emission spectral measurements were

recorded on Varian Eclipse fluorescence spectroflourimeter.

Fluorescence lifetimes were recorded with time correlated single
photon Counting setup (TCSPC) (FluoTime 200, Picoquant, GmbH,)
with a diode laser (LDH-P-670) with PDL800-B. Fluorescence was
detected under the magic angle with a peltier cooled photomultiplier
tube (PMT) (PMA-C 192-N-M, Picoquant) and integrated electronics
(Pico Harp 300E, Picoquant GmbH). A monochromator with a
spectral width of about 4 nm was used to select the required emission
wavelength band. A scattering Ludox solution (DuPont) was used to
measure the response function of the system and had a full width at
half maximum (FWHM) of about 280 ps. To obtain good statistics, the
ratio of stop to start pulses was kept low (below 0.05). Measurement
of the entire luminescence decay curve (range 0-200 ns) was at the
maximum of the emission peak. Data analysis was done using the
program Fluofit (Picoquant GmbH). Estimation of the decay error

times was carried out using the support plane approach.
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and an energy of 3000 eV (termed as spectrometry mode). The Bis
cluster and electron flood gun was used to get a better ion signal from
the sample. Charge compensation was used to account for the
electron flood gun. The raw data was processed using the Surface
Lab 6.5 software provided by ION TOF. Glassy carbon plates (Good
fellow, UK) of 1x1 cm and 2 mm thick were used as substrates for

TOF-SIMS.

e Infrared spectra were recorded on a Perkin Elmer 100 ART FT-IR

spectrometer.

e BAS 100B electrochemical analyzer was used for the rotating disk

electrode (RDE) studies

e Other electrochemical experiments (cyclic, linear scan voltammetry
and chronoamperometric) were performed using Autolab Potentiostat
PGSTAT 302 (Eco Chemie, Utrecht, The Netherlands) driven by the
general purpose Electrochemical System data processing software

(GPES, software version 4.9).

e Electrochemical impedance spectroscopy (EIS) studies were
performed using an Autolab Potentiostat PGSTAT30 equipped with
GPES software version 4.9. The studies were performed between 0.1
Hz and 10 Hz, using a 5 mV rms sinusoidal modulation. A non-linear
least squares (NLLS) method based on the EQUIVCRT programme

was used for automatic fitting of the obtained EIS data.
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e Raman spectra were obtained using a Bruker Vertex 70-Ram II
Raman spectrometer (equipped with a 1064 nm Nd: YAG laser and

liquid nitrogen cooled germanium detector).

e Elemental analyses were carried out on a Vario EL III Micro Cube

CHNS Analyser.

e Mass spectral data were collected with a Bruker Auto FLEX III
Smartbeam TOF Mass spectrometer. The spectra were acquired using

a-cyano-4-hydroxycinnamic acid as the MALDI matrix.

e Scanning electron microscopy (SEM) images of modified glassy
carbon plates (Goodfellow, UK) were obtained using a TESCAN Vega

TS 5136LM Electron microscope.

o X-ray photoelectron spectroscopy (XPS) was done using a Kratos Axis
Ultra DLD, using an Al (monochromatic) anode, equipped with charge
neutralizer and the operating pressure kept below 5 x 10-9 torr. For
wide/survey XPS scans, the following parameters were used:
emission current was kept at 5 mA and the anode voltage at 15 kV.
The resolution used to acquire wide/survey scans was at 160 eV pass
energy using a hybrid lens in the slot mode. For high-resolution
scans, the resolution was changed to 40 €V pass energy in the slot
mode. Curve fitting was performed using Gaussian-Lorentzian peak
shape after performing a linear background correction. Glassy

carbon plates (Goodfellow, UK) of 1x1 cm and 2 mm thick were also
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used as substrates for XPS, following modification as was done for

GCE below.

e X-ray diffraction (XRD) spectra were performed on a Bruker D8
Discover diffractometer, equipped with a LynxEye detector, under
Cu-Ka radiation (A= 1.5405 A). Data were collected in the range from

20 = 10° to 100, scanning at 0.010°min-!and 192 s per step.

2.3 Synthesis of MPcs
2.3.1 Synthesis of cobalt tetra aminophenoxy phthalocyanine

{CoTAPhPc (1)} (Scheme 3.1.)

CoTAPhPc (1) was synthesized as follows: a mixture of 4-amino-phenoxy
phthalonitrile [117], (300 mg, 1.29 mmol), anhydrous cobalt chloride (42 mg,
0.32 mmol), quinoline (3 mL) and three drops of DBU was refluxed for 24 h.
The product was cooled to room temperature before being washed several
times with methanol, ethanol, n-hexane, warm water and diethyl ether
successively. The dried residue was subjected to Soxhlet extraction in
ethanol/water 1:1 solvent mixture for seven days before oven drying at 80 °C
for 48 h. Yield of 80% was obtained. UV/VIS (DMSO) Amax nm, (log €): 349
(2.56), 678 (4.27), 618 (1.39). Elemental analysis Calc. for
CseH36CoN1204.5H20: C 61.71, H 4.25, N 15.42, Found; C 61.33, H 3.87, N
14.18. FT-IR [ATR] (vmax/cm-1) 3311, 3307 (N-H stretch), 3051 (C-H aromatic),
1714, 1665 (C=N imine), 1605, 1539 (N-H bend), 1473 (C=C aromatic), 1468,
1404 (C-N aryl), 1222 (C-O-C), 1092, 949, 830, 744, 500 (Phthalocyanine
skeleton). MALDI TOF MS m/z cal. For CseH3sCoN1204 999, found 999 [M+].
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2.3.2 Synthesis of cobalt mono carboxy phenoxy phthalocyanine (4)

(Scheme 3.2)

CoMCPhPc (4) was synthesized as follows: a mixture of 4-carboxy-phenoxy
phthalonitrile [18] (450 mg, 1.70 mmol), dicyanobenzene (750 mg, 5.86
mmol), anhydrous cobalt chloride (42 mg, 0.32 mmol), pentanol (3 mL) and
three drops of DBU were refluxed for 24 h under argon. The product was
cooled to room temperature and precipitated out in methanol before being
washed several times with methanol, ethanol, (1 M) HCl, warm water and
diethyl ether successively and oven dried at 80 °C for 48 h. The obtained
impure CoMCPhPc (4) was dissolved and chromatographed on Siso column
with methanol/tetrahydrofuran (5% methanol). Yield of 4.7 % was obtained.
UV/VIS (DMSO) Amax nm, (log €): 325 (1.45), 595 (0.70), 665 (3.11). Elemental
analysis Calc. for C3oH20CoNgO3.4H20: C 60.08, H 3.62, N 14.37 Found: C
59.15, H 4.08, N 15.55. FT-IR [ATR] (Vmax/cm!) 3403 (O-H stretch), 2923 (C-
H aromatic), 1684 (C=N imine, C-N aryl), 1446 (C=C aromatic), 1210 (C-O-C),
1064, 956, 807, 708 (Phthalocyanine skeleton). MALDI TOF MS m/z cal. For

CsoH20CoNsOs 707.56, found 709.91 [M++2H].

2.3.3 Nanosized cobalt tetra amino phthalocyanine {CoTAPcNP (5)},
cobalt tetra aminophenoxy phthalocyanine {CoTAPhPcNP (1)} and

cobalt phthalocyanine {CoPcNP (3)}

Nanosized phthalocyanine were prepared as described elsewhere [6] with
some modification. Briefly, 0.15 g (0.26, 0.15 or 0.24 mmol) of CoPc (3),

CoTAPhPc (1) or CoTAPc (5) respectively, was dissolved in 98% sulphuric acid
45



































































































































































































































































































Chapter Five

Electrocatalysis

Table. 5.3. Electrochemical parameters of the Complex 1 or 3, P/N/B GONS

modified electrodes

GCE modifier E/V E/V (H20:) | Background Background
(H20x) oxidation | corrected corrected
reduction | pH 7 buffer | currents/pA for | currents/pA
pH 7 H20: reduction | for H20:

oxidation

Bare GCE -0.58 - 3.85 -

rGONS-GCE -0.49 - 16.95 -

rBDGONS-GCE -0.69 - 13.78 -
rNDGONS-GCE -0.56 - 23.08 -
rPDGONS-GCE -0.55 - 13.76 -
rPNDGONS-GCE - - _ _

CoPc(3)-GCE -0.43 0.75 13.01 23.19

CoPcNP(3)-GCE -0.39 0.76 43.54 66.20

CoPcNP(3)@rGONS-GCE -0.41 0.74 12.90 35.04

CoPcNP(3)@rNDGONS-GCE -0.40 0.80 27.25 37.80

CoPcNP(3)@rPDGONS-GCE -0.41 - 16.61 _

CoPcNP(3)@rPNDGONS-GCE -0.40 0.75 18.07 27.95

CoTAPhPc(1)-GCE -0.37 0.83 9.04 -

CoTAPhPc(1)@rGONS-GCE -0.51 0.71 9.19 -

CoTAPhPcNP(1)-GCE -0.33 0.78 19.31 48.04

CoTAPhPcNP(1)@rGONS-GCE -0.39 0.76 20.01 6.85

CoTAPhPcNP(1)@rNDGONS- -0.48 0.74 59.33 22.14

GCE

CoTAPhPcNP(1)@rPDGONS- -0.52 0.80 2241 25.51

GCE

gggAphPCNP(l)@rPNDGONS- -0.59 0.79 78.11 56.00

a “@” = Pc adsorbed onto the nanomaterials; “r” in front of GONS = reduced; if no “r”, the

GONS were not reduced.
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GCE modifier E/V E/V (H202) | Background Background
(H202) oxidation corrected corrected
reduction | pH 7 buffer | currents/pA for | currents/pA
pH 7 H20:2 reduction | for H20:2

oxidation

CoTAPhPcNP(1)@rBDGONS- -0.38 0.77 16.95 2.32

GCE

The inclusion of graphene moieties (except for rBDGONS) in the electrodes,
enhanced the reduction currents of  the CoTAPhPcNP(1):
CoTAPhPcNP(1)@rBDGONS-GCE (16.95 V) < CoTAPhPcNP(1)-GCE (19.31 uA)
< CoTAPhPcNP(1)@rGONS-GCE (20.01 pA) < CoTAPhPcNP(1)@rPDGONS-
GCE (22.41 uA) < CoTAPhPcNP(1)@rNDGONS-GCE (59.33 uA) <
CoTAPhPcNP(1)@rPNDGONS-GCE (78.11 pA). Considering only reduction
currents, for CoTAPhPcNP(1), the presence of co-doped N/P in
CoTAPhPcNP(1)@rPNDGONS-GCE resulted in enhanced currents compared
to individually doped GONS/Pc composites, showing the advantage of co-
doping. N doped (CoTAPhPcNP(1)@rNDGONS-GCE, 59.33 uA) showed
improved currents compared to P doped (CoTAPhPcNP(1)@rPDGONS-GCE,
22.41 pA) and pristine (CoTAPhPcNP(1)@rGONS-GCE, 20.01 pA), showing
enhanced electron transfer ability of N doped GONS. B doped GONS show the
least current. For CoPcNP(3), N doped (CoPcNP(3)@rNDGONS-GCE (27.25 uA)
gave larger currents than P doped (CoPcNP(3)@rPDGONS-GCE (16.61uA) as
observed for CoTAPhPcNP(1). However P/N co-doped GONS in
CoPcNP(3)@rPNDGONS-GCE (18.07 upA) resulted in lower currents than N
doping in CoPcNP(3)@rNDGONS-GCE (27.25 uyA), but higher than P doping in
CoPcNP(3)@rPDGONS-GCE (16.61pA). These observations confirm the
importance of N doping. The lack of improvement for co-doped in

CoPcNP(3)@rPNDGONS-GCE compared to CoPcNP(3)@rPDGONS-GCE or
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Chapter Five Electrocatalysis

based electrodes show significant resistance to fouling during electro-

oxidation of hydrogen peroxide.

Potential/V vs. Ag/AgCl in sat'd KCI

CoTAPhPcNP@rPDGONS-GCE

CoTAPhPcNP@rPNDGONS-GCE

CoTAPhPcNP@ rNDGONS-GCE

CoTAPhPcNP-GCE

Fig. 5.4. Cyclic voltammograms of selected modified electrodes in 1 mM

hydrogen peroxide in pH 7 buffer.
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Chapter Five
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compared to those of the corresponding CoPcNP(3) based electrodes except
for rNDGONS. The oxidation reactions showed the highest Tafel slopes
suggesting follow up chemical reactions after the electrocatalytic reaction. The
shape of the plots of [,/v*%C vs. v confirms chemical complication during

electrocatalytic oxidation of hydrogen peroxide on the surface of CoPcNP(3)-

rPNDGONS-GCE electrode, Fig. 5.6(e)[174].

a

«

Table 5.4. Catalytic rate constants and Tafel slopes of complex 1 and
3 based electrodes

Electrode Tafel Slope | k (M-1s1)
(mV/decade)

Oxidation

CoPcNP(3)-GCE 366 6.38 x 10%

CoPcNP(3)@rNDGONS-GCE 268 2.987 x 104

CoPcNP(3)@rPDGONS-GCE 79 6.44 x 102

CoPcNP(3)@rPNDGONS-GCE 232 2.663 x 10°

Reduction

CoPcNP(3)-GCE 319 7.11 x 102

CoPcNP(3)@rNDGONS-GCE 118 9.16 x 104

CoPcNP(3)@rPDGONS-GCE 79 6.435 x 102

CoPcNP(3)@rPNDGONS-GCE 113 9.898 x 102

CoTAPhPcNP(1)-GCE 219 8.69 x 102

CoTAPhPcNP(1)@rGONS-GCE 92 6.1 x 101

CoTAPhPcNP(1)@rBDGONS- 59 8.9 x 101

GCE

CoTAPhPcNP(1)@rNDGONS- 187 1.0 x 103

GCE

CoTAPhPcNP(1)@rPDGONS- 50 6.003 x 102

GCE

CoTAPhPcNP(1)@rPNDGONS- 82 2.904 x 103

GCE

“r”, the GONS were not reduced.
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Chapter Five Electrocatalysis

To confirm the adsorptive nature of hydrogen peroxide, reaction intermediates
or its oxidation products on the electrode surface, linear sweep voltammetry
was done for the anodic reaction of CoPcNP(3)@rPNDGONS-GCE and cathodic
reactions of COTAPhPcNP(1)@rNDGONS-GCE(as examples since all electrodes
showed similar behaviour) in 1 mM hydrogen peroxide (Fig. S5.7A,
CoPcNP(3)@rPNDGONS-GCE as example). The Langmuir adsorption theory
was applied and a plot of the ratio of hydrogen peroxide concentration to
catalytic current against concentration of hydrogen peroxide was linear (Fig.
5.7B, Eqn 5.7 [175]) which is indicative of adsorption further consolidating

the observed high Tafel slopes.
[H,0,] _ 1 N [H,0,]

5.7
Icat BImax Imax

Where B is the adsorption equilibrium constant, Imax is the maximum current
and ILeat is the catalytic current. From the slope and the intercept of Fig. 5.7B,
the adsorption equilibrium constants B were established to be 3.7 x 102 M-1
and 1.26 x 103 M-!for the anodic reaction of CoPcNP(3)@rPNDGONS-GCE and
cathodic reactions of CoTAPhPcNP(1)@rNDGONS-GCE respectively. Using
equation 5.8, which relates Gibbs energy (AG) changes to the adsorption
equilibrium constant 3, were found to be -14.84 kJ mol-! and -17.69 kJ mol-
1 for CoPcNP(3)@rPNDGONS-GCE and CoTAPhPcNP(1)@rNDGONS-GCE
respectively, These values are comparable to those reported elsewhere for high

Tafel slopes [175].

AGO :—RTIHB 58
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Chapter Five Electrocatalysis

Fig. 5.8. (A) Chronoamperograms (insert = dependence of concentration on
current), (B) Plots of lcat/Ibur versus t'/2 (1 mM, 0.56 mM, 0.5 mM, 0.4 mM,
0.33 mM, 0.29 mM, 0.22 mM, at -0.48 V.) for CoTAPhPcNP(1)@rNDGONS-

GCE.

Plotting the square of the slopes (from Fig. 5.8b) against the respective
concentrations gave linear plots whose slope is equal to ik where k is the rate

constant (figures not shown, but represented by equations 5.9 — 5.18).

Oxidation

CoPcNP(3)-rNDGONS-GCE
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Sfl
y:93.848[H202( Mj—17.356sl,R2 =0.9788 5.9
m
CoPcNP(3)-rPNDGONS-GCE
571
y = 836.57[H202( Mj —17825s',R? =0.9696 5.10
m
Reduction
CoPcNP(3)-rNDGONS-GCE
S71
y = 4.5406[H202( Mj —0.9343 ', R* = 09199 5.11
m
CoPcNP(3)-rPDGONS-GCE
S71
y:2.0216[H2O2( 1\/J—0.3848s1,R2 = 09401 5.12
m
CoPcNP(3)-rPNDGONS-GCE
S71
y = 7.4329[H202( Mj —2.372% ', R* = 0977 5.13
m
CoTAPhPcNP(1)-rPNDGONS-GCE
571
y = 9.122[H2O2( Mj —1.2829' R? =09723 5.14
m
CoTAPhPcNP(1)-rPDGONS-GCE
y:1.8858[H202][ SMJ—O.257651,R2 = 09797 5.15
m
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CoTAPhPcNP(1)-rNDGONS-GCE

-1

y =3.09H,0,)(—)-0.7633% ', R* =0.9975

s
mM 5.16

CoTAPhPcNP(1)-rBDGONS-GCE

-1
y = 0.2804H,0,]( 5 )—0.13696 ', R? = 0.9685
mM 5.17

CoTAPhPcNP(1)-rGONS-GCE

-1
y=0.191§H,0,](——)—0.0092R> = 0.9981
mM 5.18

The k values are larger for oxidation compared to reduction. For the
reduction, CoPcNP(3)-rNDGONS-GCE gave the largest k value, Table 5.4.
This compares very well with those reported by Ganesan and Ramaraj [181]
who obtained catalytic rate constants ranging from 8 x 10! M-1s-1 to 1.29 x
108 M-1s' on poly (Nillteta) modified electrodes.Thus N and P doping (as
compared to B doping) improves the effect of graphene on the electrocatalytic
activity of phthalocyanines. When pristine rGONS is employed together with
CoTAPhPcNP(1), there is lower sensitivity for the detection of hydrogen

peroxide.
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5.2.2. Complex 1 with AuNRs-GONS

5.2.2.1. Cyclic voltammetry

As in the previous section, nanoprobes developed in this section are
characterised by both electrooxidation and electro reduction of hydrogen
peroxide (Fig. 5.9). However, with successive cyclisation, the oxidation peak
disappears due toelectrode fouling (Fig 5.10, using
CoTAPhPcNP(1)@rSDGONS-AuNRs(linked)-GCE and
CoTAPhPcNP(1)@AuNRs-rSNDGONS(seq)-GCE as examples), while the
reduction peak is still present after 20 scans. For this reason, only the
reduction peaks were further evaluated in this section. The intense reverse
oxidation peak (which appears as a dip on return scan) observed during the
cathodic scan, is due to the reformation of the active CoTAPhPc(1)catalyst on
the electrode surface, which oxidizes the hydrogen peroxide molecules [182].

This was also observed for L-cysteine Fig. S5.1.
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Chapter Five Electrocatalysis

The reduction potentials ranged from -0.29 V to -0.64 V (Table 5.6, Fig. 5.9)
which are in the range of literature reported values [171-173,183]. Using the
hydrogen peroxide reduction potentials, we can make the following

observation:

(1) The least negative reduction potentials were observed on CoTAPhPcNP(1)-
AuNRs(linked)-GCE and AuNRs-GCE, both at -0.29 V, hence showing the
importance of AuNRs in lowering overpotetials for H2O2 reduction.

(2) The presence of pristine or doped GONS on their own (in the absence of
AuNRs) does not result in less negative potential values for H2O2 on
complex 1. Compare CoTAPhPcNP(1)@rSNDGONS-GCE (-0.41 V);
CoTAPhPcNP(1)@rNDGONS-GCE  (-0.48); CoTAPhPcNP(1)@rSDGONS-
GCE (-0.50); and  CoTAPhPcNP(1)@rGONS-GCE (-0.39) with
CoTAPhPcNP(1)-GCE (-0.35 V).

(3) The H2O2 reduction potentials on complex 1 in the presence of pristine and
doped GONS are less negative in the presence of AuNRs. Compare
CoTAPhPcNP(1)@rSNDGONS-AuNRs(linked)-GCE (-0.37 V) with
CoTAPhPcNP(1)@rSNDGONS-GCE (-0.41 V); CoTAPhPcNP(1)@rNDGONS-
AuNRs(linked)-GCE (-0.45 V) with CoTAPhPcNP(1)@rNDGONS-GCE (-
0.48V); and CoTAPhPcNP(1)@rSDGONS-AuNRs(linked)-GCE (-0.39 V) with
CoTAPhPcNP(1)@rSDGONS-GCE (-0.50V). This shows that AuNRs results
in lowering of potential to less negative values.

(4) Co-doping results in less negative reduction potentials for HoO2 compared
to individual doping. Compare CoTAPhPcNP(1)@rSNDGONS-

AuNRs(linked)-GCE  (-0.37 V) with  CoTAPhPcNP(1)@rSDGONS-
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AuNRs(linked)-GCE  (-0.39 V) and  CoTAPhPcNP(1)@rNDGONS-
AuNRs(linked)-GCE (-0.45 V). Also compare CoTAPhPcNP(1)@rSNDGONS-
GCE (-0.41 V) with CoTAPhPcNP(1)@rSDGONS-GCE (-0.50 V) and
CoTAPhPcNP(1)@rNDGONS-GCE (-0.48 V).

(5) Sequential doping when rSNDGONS are placed first on the electrode in
CoTAPhPcNP(1)@AuNRs-rSNDGONS(seq)-GCE (-0.39 V) has a slightly
more negative potential than when the two are linked in

CoTAPhPcNP(1)@rSNDGONS-AuNRs(linked)-GCE (-0.37 V)
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Fig 5.10Cyclic voltamogrammes (20 successive cycles, only 1, 5, 10, 15 and
20th scan shown) in 1 mM hydrogen peroxide. Scan rate of 100 mV/s. pH =
7 buffer.
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Table 5.6. Detection potential and currents for the Complex 1, S-N doped
GONS modified electrodes.

a “@” = Pc adsorbed onto the nanomaterials; “/” =a mixture of different nanomaterials; “-“ when
Modified GCE | Tafel Slope of Ip E/V Background
slopes vs v1/2/ (H202) corrected
HA(mV s)1/2 | reduction currents/uA
pH 7 H,0, reduction
buffer
Bare GCE - - -0.58 3.85
rSNDGONS-GCE - - -0.64 14.15
AuNRs-GCE - - -0.29 20.07
rGONS-AuNRs(linked)-GCE - - -0.39 9.70
rSDGONS-AuNRs(linked)- - - -0.42 4.44
GCE
rNDGONS-AuNRs(linked)- - - -0.54 3.10
GCE
rSNDGONS-AuNRs(linked)- - - 0.40 5.27
GCE
CoTAPhPcNP-GCE 219 - -0.35 19.31
CoTAPhPcNP(1)@rGONS- 92 1.77 - 20.01
GCE 0.39
CoTAPhPcNP(1)@rGONS/Au | 310 0.77 -0.38 10.44
NRs(mix)-GCE
CoTAPhPcNP(1)@rSDGONS- | 870 12.55 -0.50 89.41
GCE
CoTAPhPcNP(1)@rNDGONS- 187 - -0.48 59.33
GCE
CoTAPhPcNP(1)@rSNDGONS 278 1.38 -0.41 29.04
-GCE
CoTAPhPcNP(1)- - - -0.29 17.29
AuNRs(linked)-GCE
CoTAPhPcNP(1)@rSDGONS- | 530 1.51 -0.39 26.86
AuNRs(linked)-GCE
CoTAPhPcNP(1)@rNDGONS- 291 1.32 -0.45 20.56
AuNRs(linked)-GCE
accompanied by linked = covalent bond; “-“ when accompanied by seq = sequential modification; mix
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Modified GCE Tafel E/V Background
slopes (H202) corrected
reduction currents/uA
pH 7 H,0, reduction
buffer
CoTAPhPcNP(1)@rSNDGONS 90 4.07 -0.37 29.03

-AuNRs(linked-GCE

CoTAPhPcNP(1)@rSNDGONS | 98 3.11 -0.32 26.12

-AuNRs(seq)-GCE

CoTAPhPcNP(1)@AuNRs- 89 4.47 20.39 32.62

rSNDGONS(seq)-GCE

= mixed before electrode modification; seq = sequentially added to the electrode; “r” in front of GONS =
reduced; if no “r”, the GONS were not reduced.

The general observations regarding background corrected currents in Table

5.6 are as follows:

1.

In general, the presence of complex 1 resulted in better currents than
when the nanomaterials are used alone, suggesting that complex1 is
responsible for catalysis. AuNRs are the exception since currents
decrease for CoTAPhPcNP(1)-AuNRs(linked)-GCE (17.29 pA) compared

to AuNRs-GCE (20.07 pA) alone.

2. The presence of doped GONS on their own (in the absence of AuNRS)

improves currents. Compare CoTAPhPcNP(1)@rSNDGONS-GCE (29.04
uA); CoTAPhPcNP(1)@rNDGONS-GCE (59.33 nA); and
CoTAPhPcNP(1)@rSDGONS-GCE (89.41 pA) with CoTAPhPcNP(1)-GCE
(19.31 pA). For doped GONS, individual S or N doping results in more
improved currents compared to S/N co-doping. Compare

CoTAPhPcNP(1)@rSNDGONS-GCE (29.04 uA) with
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CoTAPhPcNP(1)@rNDGONS-GCE (59.33 uA) or
CoTAPhPcNP(1)@rSDGONS-GCE (89.41 pA). As explained above for
P/N doping, this may be attributed to higher oxygen content of
rSNDGONS (8.62 %) compared to TNDGONS (1.29 %) and rSDGONS
(1.79 %) according to XPS data (Table. 3.2).

3. The reduction currents for CoTAPhPcNP(1) in the presence of pristine
GONS are not improved by the presence of AuNRs. Compare
CoTAPhPcNP(1)@rGONS/AuNRs(mix)-GCE (10.44 nA) with
CoTAPhPcNP(1)@rGONS-GCE (20.01pA). This is also observed for N or
S doped GONS in CoTAPhPcNP@rNDGONS-AuNRs(linked)-GCE (20.56
pA) and CoTAPhPcNP(1)@rSDGONS-AuNRs(linked)-GCE (26.86pA),
where the presence of AuNRs, negatively affects the current compared
to CoTAPhPcNP(1)@rNDGONS-GCE (59.33 nA) and
CoTAPhPcNP(1)@rSDGONS-GCE (89.41 pA), respectively (without
AuNRs). There is no advantage of AuNRs on the reduction currents in
the presence of S/N co-doped GONS. Compare
CoTAPhPcNP(1)@rSNDGONS-GCE (29.04 UA) with
CoTAPhPcNP(1)@rSNDGONS-AuNRs(linked)-GCE (29.03 uA).

4. Sequential addition in CoTAPhPcNP(1)@AuNRs-rSNDGONS(seq)-GCE
(32.62 pA) where rSNDGONS is placed first on the electrode showed
much better detection currents than when AuNRs are placed first in
CoTAPhPcNP(1)@rSNDGONS-AuNRs(seq)-GCE  (26.12 pA) or when

rSNDGONS are first linked with AuNRs in
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Chapter Five Electrocatalysis

108 M-1) for low and high concentrations, respectively.The two adsorption
equilibrium constants may be attributed to different adsorptive behavior of
either the intermediate or the products of catalysis on the modified electrode
surface with change in analyte concentration. These equilibrium constants
culminate to Gibbs energy changes (AG°) (using equation 5.8) due to
adsorption of values -18.55 kdmol-! and -17.35 kdmol-!, for low and high
concentrations, respectively similar to the values reported in the previous
section. These values are comparable to those reported elsewhere for high

Tafel slopes [175].

Despite confirming chemical complication at the electrode surface, the
negative AGe values confirm spontaneous electro reduction of hydrogen
peroxide at the surface of the modified electrode confirming the

electrocatalytic efficiency of the probe under study.

5.2.2.3. Chronoamperometry studies.

The variation of detection currents with concentrations were investigated by
chronoamperometry, Fig 5.13A. The limits of detection were calculated as
described above and wusing the insert in Fig. &5.13A (using
CoTAPhPcNP(1)@rSNDGONS-AuNRs(linked)-GCE as an  example).The
following conclusions can be drawn from the LOD value in Table 5.7 for the

composites containing CoTAPhPcNP(1):

(1) CoTAPhPcNP(1)-AuNRs(linked)-GCE (linked)-GCE (LOD = 21.1 uM) is
the worst performing with the highest LOD among the electrode

modifiers reported in this section. AuNRs on their own do not improve
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Table 5.7. Limits of detection and catalytic rate constants for the

cathodic detection of hydrogen peroxide

102

Modified GCE pH |LOD/uM | k(M-1s'1) | Ref
CoTAPhPcNP(1)@GCE 7 2.10 8.69 x ™
102
CoTAPhPcNP(1)@AuNRs-GCE 7 21.2 1.76x T™W
102
CoTAPhPcNP(1)@rGONS-GCE 7 0.40 6.10 x T™W
101
CoTAPhPcNP(1)@rNDGONS-GCE 7 0.0082 1.00 x T™W
10°
CoTAPhPcNP(1)@rSDGONS-GCE 7 0.0091 2.74 x ™
10°
CoTAPhPcNP(1)@rGONS- 7 2.76 5.08 x T™W
AuNRs(linked)-GCE 102
CoTAPhPcNP(1)@rSDGONS- 7 0.016 2.81 x T™W
AuNRs(linked)-GCE 103
CoTAPhPcNP@rNDGONS- 7 0.019 6.30 x T™W
AuNRs(linked)-GCE 102
CoTAPhPcNP(1)@rSNDGONS- 7 0.012 1.44 x T™W
AuNRs(linked)-GCE 104
CoTAPhPcNP(1)@AuNRs- 7 0.016 1.52x | TW
rSNDGONS(seq)-GCE 104
CoTAPhPcNP(1)@rSNDGONS- 7 0.025 2.52 x T™W
AuNRs(seq)-GCE 103
CoTAPhPcNP(1)@rSNDGONS-GCE 7 0.011 9.14 X ™
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Modified GCE pH |[LOD/uM [ k(M-s-1) | Ref

CNT-CSPE 7.4 | 3100 - [177]
CoPc-CSPE 7.4 | 1300 - [177]
PB-CSPE 8 | 0.071 [177]
Oswired HRP-CSPE 13.3| 0.014 [177]
GONS/CoPc-COOH 7.4 60 - [186]
SPAUE-PA-MnTAPc 7.4 | 0.117 - [163]

aPB-prussian blue; CSPE-carbon screen printed electrode; HRP-horse radish peroxidise;
TAPc-tetra amino phthalocyanine; SPAuUE-screen printed gold electrode, CNT-carbon
nanotubes; “@” = Pc adsorbed onto the nanomaterials; “/” =a mixture of different nanomaterials; “-*

accompanied by linked = covalent bond; “-“ accompanied by seq = sequential modification; mix = mixed

“

before electrode modification; seq = sequentially added to the electrode; “r” in front of GONS = reduced; if
no “r”, the GONS were not reduced; TW = this work

The LODs (Table 5.7) were found to be appreciably low considering that
hydrogen peroxide only becomes toxic in the physiological environments at
concentrations above 50 mM [104] as stated above.The values reported here
for the LODs are comparable and even better that those reported elsewhere
making the probes in this work a promising platform for hydrogen peroxide
detection(Table 5.7) [163,177,186]|. LOD values reported in this section are
generally less favourable than those reported above for rPDGONS, rPNDGONS
and rNDGONS showing the importance of GONS on their own and chemical

reduction prior to application.

The rate constant k wasobtained by plotting the square of the slopes (from
Fig. 5.13B) against the respective concentrations gave linear plots (Fig.
5.13C) whose slope is equal to rik. The plots are represented by equations
5.19 - 5.27.
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CoTAPhPcNP(1)@rSNDGONS-GCE

-1

S‘Mj—o.mos,R2 - 09781 5.26

y= 2.8708[H202][
m

CoTAPhPcNP(1)@rSDGONS-GCE

-1

‘°‘1\/J—0.0939,R2 =0.9791 5.27

y= 8.613[H202][
m

The catalytic rate constants range from 6.10 x 10! to 1.52 x 10* (Table 5.7).
In the presence of AuNRs, these values display the synergistic effect of co-
doping the graphene oxide nanosheets.The high rate constant values of
CoTAPhPcNP(1)@AuNRs-SNGONS(seq)-GCE shows again that when GONS
are placed on the electrode before AuNRs, there is improved catalysis and
confirming that the order of placing materials on the electrode surface is
important. It is however difficult to compare linked probes to sequentially

adsorbed ones since the quantities of the modifiers vary with the method.

5.2.3. MWCNTs based electrodes.

5.2.3.1. Cyclic voltammetry.

The reduction peaks for hydrogen peroxide were observed in the potential
window between -0.28 V to -0.59V as shown in Table 5.8and Fig. 5.14which
is comparable to a number of other studies with reduction potentials of -0.6
V [171], and -0.4 V vs Ag/AgCl [172] as stated above.The oxidation peaks are
observed from 0.77 to 0.86 V. The peaks near O V in the presence of AuNRs

are due their redox processes as observed above.The currents for H2Ooz
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detection on CoTAPhPcNP(1)@MWCNT-GCE were much higher (at 68.80 pA)
compared to the rest of the electrodes, (Fig. 5.14B and Table 5.8) making
this electrode the best even though it has slightly more negative reduction
potential at -0.40 V. Large currents do not correlate with the low surface
coverage value in Table 4.1. It is also worth noting that AuNRs alone result
in significant lowering of the reduction potential of the analyte (Table. 5.7)
though there is no apparent effect on the oxidation potential. The nanosized
Pc (CoTAPhPcNP(1)-GCE, 19.31pA) gave better current signals than bulk
CoTAPhPc(1)-GCE at 9.04 pA, this is also the case in the presence of MWCNT's
(compare CoTAPhPcNP(1)@MWCNT-GCE, 68.80 A with
CoTAPhPc(1)@MWCNT-GCE, 16.24pA),Fig. 5.14B, Table 5.8. For the
conjugates containing all three components, the presence of nanosized Pc
resulted in higher currents (compare CoTAPhPcNP(1)@MWCNT /AuNRs(mix)-
GCE, 16.97 pA, with CoTAPhPc(1)@MWCNT/AuNRs(mix)-GCE, 10.13 pA)
(Table 5.8), where the former gave higher currents than the latter.All the
observations above show the importance of using nanosized Pc. However, for
AuNRs, there is no change in current for CoTAPhPcNP(1)-AuNRs(linked)-GCE
compared to CoTAPhPc(1)@AuNRs-GCE alone. Thus, AuNRs reduces the
advantage of nanosized Pc, in terms of current even though the potential is
favourable.The weak current response for CoTAPhPc(1)@AuNRs-GCE would

adversely affect the limits of detection to be discussed later.

177



Chapter Five Electrocatalysis

Table 5.8. Electrochemical parameters for the modified electrodes based
on Complex 1 and 2 withMWCNTs.

a — no signal; “@” = Pc adsorbed onto the nanomaterials; “/” =a mixture of different

GCE modifier E/V (H202) | E/V (H202 | Background
reduction | oxidation) | corrected Reduction
pH 7 buffer | pH 7 currents/pA in pH 7

buffer

Bare GCE -0.58 a 3.85

MWCNT-GCE -0.59 a 8.70

AuNRs-GCE -0.29 0.80 20.07

CoTAPhPc(1)-GCE -0.37 0.83 9.04

CoTAPhPcNP(1)-GCE -0.33 0.86 19.31

CoTAPhPc(1)@MWCNT- -0.53 a 16.24

GCE

CoTAPhPcNP(1)@MWCNT- | -0.40 0.80 68.80

GCE

CoTAPhPc(1)@AuNRs-GCE | -0.28 0.80 17.29

CoTAPhPcNP(1)@AuNRs- -0.29 0.77 17.29

GCE

CoTAPhPc(1)@MWCNT/Au | -0.29 0.78 10.13

NR(mix)-GCE

CoTAPhPcNP(1)@MWCNT/ | -0.29 0.78 16.97

AuNR(mix)-GCE

CoTCPhPc(2)-GCE -0.40 - 11.41

CoTCPhPc(2)/(DAMN)- -0.29 - 24.53

MWCNT(mix)-GCE

CoTCPhPc(2)-(DAMN)- 0.33 - 37.41

MWCNT(linked)-GCE

nanomaterials; “-“ accompanied by linked = covalent bond. DAMN = diaminomaleonitrile; mix = mixed before

electrode modification; seq = sequentially added to the electrode
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The probes were also tested against fouling during the detection of hydrogen
peroxide, Fig. 5.15 using CoTAPhPcNP(1)@MWCNT-GCE as an example. All
the probes investigated show loss of signal. However, the inclusion of gold
nanoparticles improved the stability of the probes. The cause of passivation
may be due to adsorption of hydrogen peroxide, its reaction intermediates or
products on the electrode surface. The oxidation peak suffers most from
fouling in all tested electrodes as compared to the reduction peak (Fig. S5.15)

as discussed above for other electrodes.
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Potential/V vs. Ag/AgCl in sat'd KCI

Fig 5.14. CVs of selected probes in 1 mM hydrogen peroxide at scan rate 100
mV/s (A) gold nanoparticles modified electrodes and (B) multiwalled carbon

nanotubes based electrodes. pH = 7 buffer.
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Fig 5.15 Cyclic votamogrammes (20 successive scans, but not all shown) of
CoTAPhPcNP(1)@MWCNT-GCEin 1 mM hydrogen peroxide. Scan rate of 100
mV/s. pH =7 buffer.

5.2.3.2. Kinetic studies

Fig. 5.16A shows the CVs for HoO2 detection at different scan rates (using
CoTAPhPcNP(1)@MWCNT-GCE as an example). The accompanying shift in the
peak potential as the scan rate increases is evidence for an irreversible electro-
reduction (or oxidation) of hydrogen peroxide on the surfaces of the modified
electrodes. There is a linear increase in the current signal when plotted
against the square root of scan rate which shows that the electro reduction of

hydrogen peroxide is diffusion controlled, Fig. 5.16B [187].

The plot of E,versus log v (Fig. 5.16C) gave linear relationships with Tafel
slopes observed to be 135 mV/decade, 219 mV/decade, 82 mV/decade for
CoTAPhPcNP(1)@MWCNT-GCE, CoTAPhPcNP(1)-GCE and
CoTAPhPcNP(1)@MWCNT /AuNRs(mix)-GCE, respectively. As stated already

the high Tafel slopes above 120 mV/decade have no kinetic meaning and are
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Table. 5.9 Comparative LODs for the electrocatalysed reduction of hydrogen

peroxide using Complex 1land 2

Electrode2 pH | kM!ls! |LOD,1007M |Ref
Nanoporous platinum-cobalt alloy 7 - 1 [178]
Prussian blue-based artificial peroxidase 7.4 - 10 [179]
Prussian blue- modified FTO 7.4 - 500 [189]
GCE-polyCoTAPc 7.4 - 1.45 [143]
Au-polyCoTAPc 7.4 - 3.64 [143]
Cobalt oxide nanoparticles 7 - 0.4 [190]
Silver nanoparticle assemblies 7 - 2000 [191]
CoPcNP(3)-GCE (oxidation) 7 |16.38x105 | 0.81 TW
CoPcNP(3)-GCE (reduction) 7 |7.11x102 |0.90 W
CoPcNP(3)@rSDGONS-GCE(reduction) 7 1.38 x 10* | 0.52 W
CoPcNP(3)@rSDGONS-GCE(oxidation) 7 |4.36x10% | 0.15 W
CoTAPcNP(5)-GCE (reduction) 7 3.70x 104 | 1.72 ™
CoTAPcNP(5)@rSDGONS-GCE 7 1.45x 104 | 0.57 ™
CoTAPhPcNP(1)@MWCNT-GCE 7 3.45x10% | 1.61 ™
CoTAPhPcNP(1)@AuNRs-GCE 7 1.76 x 102 | 212 T™W
CoTAPhPcNP(1)@MWCNT /AuNR(mix)-GCE 7 1.56 x 10° | 16.92 ™
CoTCPhPc(2)/(DAMN)-MWCNT (mix)-GCE 7 1.10 x 103 | 0.097 T™W
8.7 x 102
CoTCPhPc(2)-(DAMN)-MWCNT (linked)-GCE 7 0.0033 ™

apoly = polymerized, TAPc = tetraaminophthalocyanines, FTO = fluoride doped tin oxide.“@” = Pc
adsorbed onto the nanomaterials; “/” =a mixture of different nanomaterials; DAMN = diaminomaleonitrile; mix =

mixed before electrode modification; seq = sequentially added to the electrode; “r” in front of GONS = reduced; if no

“r”, the GONS were not reduced; TW = this work.
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The rate constants were found to be 3.45 x 103 M-ls1 for
CoTAPhPcNP(1)@MWCNT-GCE, 1.58 X 103M-1s-1 for
CoTAPhPcNP(1)@MWCNT /AuNRs(mix)-GCE and 1.76 x 102M-! s-for
CoTAPhPcNP(1)@AuNRs-GCE as examples. The largest rate constant is
observed for CoTAPhPcNP(1)@MWCNT-GCE. The rate constant values
compare very well with those reported by Ganesan and Ramaraj [181]as
stated above. Limits of detection (LOD) values were calculated as before.The
probes showed LOD in the micro molar range, which are higher than reported
above for GONS and Pc showing the importance of GONS. The best LOD was
observed for CoTAPhPcNP(1)@MWCNT-GCE, showing the importance of

combining nanosized Pc with MWCNT but not with AuNRs.

5.3. Hydrogen peroxide detection on CoTCPhPc(2) with (DAMN)-

MWCNTs conjugates based electrodes.

5.3.1. Cyclic voltammetry

While bare GCE and (DAMN)-MWCNT-GCE showed no oxidation peak (but
showed a reduction peak) (Fig. 5.19A), the incorporation of the CoTCPhPc(2)
resulted in the emergence of the oxidation peak for hydrogen peroxide, Fig.
5.19B. However, the reduction peak was employed in order to compare all the
electrodes. Covalently linking the Pc to the carbon nanotubes significantly
improves both the oxidation and reduction currents as can be seen in Fig.
5.19. The peak currents are the largest for the CoTCPhPc(2)-(DAMN)-

MWCNT (linked)-GCE.
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The probes reported here show very attractive reduction overpotentials
ranging from -0.29 V and -0.40 V, Table 5.8 for the detection of hydrogen
peroxide. The potential values are in the range of the CoTAPhPc(1)@MWCNT-
GCE electrodes in Table 5.8. It can also be noted that the incorporation of
(DAMN)-MWCNT  significantly lowers the overpotentials; Compare
CoTCPhPc(2)-GCE (-0.40 V), with CoTCPhPc(2)/(DAMN)-MWCNT(mix)-GCE (-
0.29 V) or CoTCPhPc(2)-(DAMN)-MWCNT(linked)-GCE (-0.33 V) while also
improving the background corrected detection currents; Compare
CoTCPhPc(2)-GCE (11.41 uA), with CoTCPhPc(2)/(DAMN)-MWCNT(mix)-GCE
(24.53 upA) or CoTCPhPc(2)-(DAMN)-MWCNT(linked)-GCE (37.41 uA) (Table
5.8 and Fig. 5.19). Thus, CoTCPhPc(2)-(DAMN)-MWCNT(linked) gave the
largest catalytic currents of the CoTCPhPc (2) electrodes, even though it was
not the best in terms of potential. Such observations can be attributed to the
covalent bond formation as confirmed by both XPS and FTIR, which improves
the sharing of the 1t electron system of the MPcs and MWCNT, enhancing the
electrocatalytic behaviour of the modified electrode.

The stability of the electrodes was tested by running twenty consecutive scans
in 1 mM hydrogen peroxide. The electrodes were characterized by more loss
of oxidation currents with scan number compared to reduction currents as

observed above for other electrodes (Fig. 5.5).
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controlled by the mass transfer in solution, then the relationship between

current and rotation speed obeys the Koutecky-Levich (eq. 5.31)[160,193].

1 1 1

= +
I, nFAc kI’ 0.62nFAD*’*v'%c o'’

5.31

where A, k, T, I;, D, v, o, F, n and ¢, are the effective electrode area, the
catalytic rate constant, the surface coverage, limiting current, diffusion
coefficient, the kinematic viscosity, the rotation speed, Faraday constant,
number of electrons involved and the bulk concentration of the reactant in
solution respectively.

A plot of I'! versus w/2 was characterised by two regions as shown in
Fig.5.20(B) with higher speeds being characterised by higher catalytic rate
constants (at 1.1 x 103 M-! s at high speeds and 8.7 x 102 M-! s'! at low
speeds), Table 5.9. This might serve to indicate a very facile reaction at the
surface of the modified electrode governed by mass transfer processes in
solution hence the more turbulent the solution the faster the reaction. The
catalytic rate constants are comparable to other values reported in this thesis
for hydrogen peroxide determined by chronoamperometry in Table 5.4 and

5.9.
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GCE modifier Reduction | E/V  (H202) | E/V Background Backgroun
Tafel reduction pH | (H202) corrected d corrected
slopes of | 7 buffer oxidatio | currents/pA currents/u
selected n pH 7| H202 A H202
electrodes buffer reduction oxidation

Bare GCE - -0.58 - 3.85 a

rGONS-GCE - 0.61 - 7.17 a

rSDGONS-GCE - -0.62 0.65 64.2 25.9

CoPc(3)-GCE - -0.43 0.75 13.01 23.19

CoPcNP(3)- 366 -0.39 0.70 43.54 66.20

GCE

CoPcNP(3)arG - -0.41 0.70 20.32 35.04

ONS-GCE

CoPcNP(3)@rS 165 -0.57 0.60 121.79 111.06

DGONS-GCE

CoTAPc(5)-GCE - 0.25 |- 17.32 -

CoTAPCNP(5)- 148 0.27 | 0.44 22.17 14.88

GCE

CoTAPcNP(5)@r - -0.26 0.40 23.92 20.22

GONS-GCE

CoTAPcNP(5)@r 72 -0.53 0.67 105.11 72.45

SDGONS-GCE

a“

“r”, the GONS were not reduced.
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